
v 
 

DAFTAR ISI 

 

 

                                                                                                                           Hal 

HALAMAN JUDUL.…………………………………………….................. 

HALAMAN PERSYARATAN...................................................................... 

HALAMAN PENGESAHAN...................................................................... 

HALAMAN PERNYATAAN BEBAS PLAGIASI....................................... 

KATA PENGANTAR.................................................................................... 

DAFTAR ISI ………………………………………………………….......... 

DAFTAR GAMBAR ...…………………………………………………….. 

DAFTAR TABEL........................................................................................... 

DAFTAR LAMPIRAN.................................................................................. 

INTISARI....................................................................................................... 

ABSTRACT...................................................................................................... 

I 

ii 

iii 

iv 

v 

viii 

ix 

x 

xi 

xii 

xiii 

I. PENDAHULUAN ............................................................................... 

A. Latar Belakang Permasalahan…………………………………….. 

B. Perumusan Masalah…………………………………………......... 

C. Keaslian Penelitian ……………………………………................. 

D. Tujuan Penelitian..……………………………………………....... 

E. Manfaat Penelitian…………………………………………........... 

 

II. TINJAUAN PUSTAKA ....................................................................... 

A. Telaah Pustaka .............…………………………………............... 

1. Resin Komposit..................................………………............... 

2. Sistem Adhesif......................................................................... 

3. Universal Adhesive.................................................................. 

4. Kebocoran Mikro....................................................................... 

B. Landasan Teori ………………………………………………....... 

C. Hipotesis ..…………………………………................................... 

 

III. METODE PENELITIAN ..................................................................... 

A. Jenis Penelitian ............................................................................... 

B. Identifikasi Variabel Peneltian ....................................................... 

C. Definisi Operasional ....................................................................... 

D. Subjek Penelitian ............................................................................ 

E. Bahan dan Alat Penelitian .............................................................. 

F. Prosedur Pelaksanaan Penelitian .................................................... 

G. Analisis Data ................................................................................... 

H. Alur Penelitian ................................................................................ 

 

IV. HASIL PENELITIAN .......................................................................... 

A. Hasil Penelitian ............................................................................... 

B. Pembahasan...................................................................................... 

 

1 

1 

5 

5 

6 

6 

 

8 

8 

8 

10 

14 

22 

23 

25 

 

26 

26 

26 

27 

29 

29 

31 

37 

38 

 

39 

39 

43 

 

PERBEDAAN KEBOCORAN MIKRO TUMPATAN RESIN KOMPOSIT ANTARA DUA UNIVERSAL
ADHESIVE PADA PERMUKAAN
DENTIN LEMBAP, KERING DAN BASAH
REIZA PRABANDANA K, drg. Pribadi Santosa, M.S., Sp. KG (K) ; drg. Diatri Nari Ratih,M.Kes.,Ph.D,Sp. KG(K)
Universitas Gadjah Mada, 2020 | Diunduh dari http://etd.repository.ugm.ac.id/



vi 
 

V. KESIMPULAN DAN SARAN............................................................. 

A. Kesimpulan ..................................................................................... 

B. Saran................................................................................................

. 

DAFTAR PUSTAKA..................................................................................... 

48 

48 

48 

 

49 

LAMPIRAN...................................................................................................        53 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

PERBEDAAN KEBOCORAN MIKRO TUMPATAN RESIN KOMPOSIT ANTARA DUA UNIVERSAL
ADHESIVE PADA PERMUKAAN
DENTIN LEMBAP, KERING DAN BASAH
REIZA PRABANDANA K, drg. Pribadi Santosa, M.S., Sp. KG (K) ; drg. Diatri Nari Ratih,M.Kes.,Ph.D,Sp. KG(K)
Universitas Gadjah Mada, 2020 | Diunduh dari http://etd.repository.ugm.ac.id/


